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Abstract Magnesium hydride has been studied exten-

sively for applications as a hydrogen storage material

owing to the favourable cost and high gravimetric and

volumetric hydrogen densities. However, its high enthalpy

of decomposition necessitates high working temperatures

for hydrogen desorption while the slow rates for some

processes such as hydrogen diffusion through the bulk

create challenges for large-scale implementation. The

present paper reviews fundamentals of the Mg–H system

and looks at the recent advances in the optimisation of

magnesium hydride as a hydrogen storage material through

the use of catalytic additives, incorporation of defects and

an understanding of the rate-limiting processes during

absorption and desorption.

1 Introduction

Magnesium hydride (MgH2) continues to be investigated as

a potential hydrogen storage material due to the moderately

high gravimetric and volumetric hydrogen density of

qm = 7.6 wt% H and qV = 110 g H/l. In addition, this

light metal is cheap and virtually limitless, i.e. occurs to an

extent of 0.13 wt% in sea water and 2.76 wt% in the earth

crust.

However, there are practical impediments to large-scale

implementation of MgH2-based hydrogen storage systems

as the Mg–H system has unfavourable thermodynamics and

slow kinetics for H2 uptake and release. The thermody-

namics dictates that relatively high temperatures must be
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applied to desorb H2 from pure MgH2, i.e.

T(1 bar) = 283 �C calculated from the enthalpy and

entropy change for bulk MgH2, DHdec = 74.06 ± 0.42 -

kJ/mol and DS = 133.4 ± 0.7 J/(mol K) [1, 2].

Despite this, substantial progress in producing a practi-

cable hydrogen storage material has been made, and the

recent progress made in the past 5 years, especially in the

framework of the International Energy Agency Task 32

Hydrogen-based Energy Storage, is reviewed in this paper.

Progress has, for instance, been made through nanos-

tructuring [3, 4] and modifying with small amounts of

catalytic additives. Nanoconfinement of MgH2 clearly

improves the kinetics of hydrogen release and uptake [5–

7]. Nanostructuring by mechanochemical synthesis [8]

introduces defects into the material which can enhance the

kinetic rates, particularly for diffusion of hydrogen. Addi-

tives including transition metals, oxides and halides as well

as carbons and others have also been found to significantly

improve the reaction kinetics [9, 10]. Attempts to modify

the thermodynamic properties of MgH2 [11] have not been

as successful. However, lower enthalpies have been

reported for very small particle size (\5 nm) [12] and

nanoconfined structures in the form of thin films and

encapsulated into porous carbons [13].

Magnesium forms a stoichiometric dihydride MgH2

which crystallises in two polymorphic forms. Stable at

ambient conditions, a-MgH2 has a tetragonal TiO2 rutile-

type structure. This hydride, at high applied pressures

exceeding 0.39 GPa (3.9 kbar) [14], transforms into a

metastable, at normal conditions, c-MgH2 modification

which crystallises with an orthorhombic a-PbO2-type

structure. Further investigations using XRD reveal that

different ball milling times led to the formation of the

metastable orthorhombic c-MgH2 along with tetragonal a-

MgH2. The c-polymorph can also be obtained by

mechanochemical treatment of magnesium hydride [15]. A

b-MgH2 cubic modified CaF2 structure has been also

reported, observed experimentally using in situ synchrotron

diffraction, which is stable at very high pressure [14].

During hydrogenation, the hexagonal close-packed

(HCP) lattice of magnesium expands by approximately

30 % (31.4 for a-MgH2 and 29.1 % for c-MgH2) (Table 1).

The hydrogenation leads to a transformation of the HCP

metal sublattice into the deformed body-centred cubic sub-

lattice. Because of the deformation, this sublattice becomes

tetragonal for a-MgH2 and orthorhombic for c-MgH2.

Even though the transformation a–c is associated with a

volume contraction by 1.3 %, the major features of the

structures of the dihydrides remain similar for both hydrides.

If MgH2 structures are considered as insertion-type

compounds of hydrogen into the metal sublattice, one may

conclude that hydrogen atoms in both cases have a coor-

dination number of 3 being located in the centres of the

Mg3 triangles. From this perspective, MgH2 does not

resemble the features of the crystal structures of the tran-

sition metal hydrides where H atoms fill octahedral inter-

stices [for atoms with atomic radii smaller than V (1.37 Å)]

or tetrahedral sites for larger size atoms (r[ 1.37 Å).

Thus, Mg behaves similar to aluminium; in both cases

instead of filling the available interstices by H atoms,

hydrogen becomes coordinated by a small number of the

metal atoms (two in the structure of AlH3 and three in

MgH2). This observation clearly reveals a significant

degree of directionality and covalency in the bonding.

When it comes to the structure of the hydrogen sublattice,

it appears that both MgH2 polymorphs can be built from the

same building blocks, namely the MgH6 octahedra. These

octahedra are more regular in case of a-MgH2, with just two

types of Mg–H bonds, two axial (1.948 Å) and four equa-

torial, slightly longer Mg–H bonds (1.952 Å). In case of c-

MgH2, the MgH6 octahedra appear to be more deformed and

contain several Mg–H bonds spanning an interval 1.915-

2.004 Å. Because of a volume contraction on the transition

a-MgH2 and c-MgH2, the shortest bond Mg–H is larger fora-

MgH2 (1.948 Å) as compared to c-MgH2 (1.915 Å) (see

Table 2).

In the structure of a-MgH2, MgH6 octahedra form infi-

nite chains by sharing their edges (see Fig. 1). The

neighbouring chains are connected between each other by

sharing the vertices.

In the structure of c-MgH2, the building principle of

sharing the edges and vertices between the neighbouring

octahedra, which is the case for a-MgH2, remains

unchanged. However, instead of infinite MgH6 chains, the

simplest building blocks become pairs of MgH6 octahedra

connected by edges into a chain which are then linked

together by the vertices forming a spacial framework.
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2 Theoretical studies of MgH2 and phase diagrams
Mg–H (D, T)

The electronic structure of MgH2 has been widely inves-

tigated by first principles approaches, such as the density

functional theory (DFT). Because the a-MgH2 and c-MgH2

structures are quite similar, with H atom located in the

centre of a triangle surrounded by 3 Mg, with Mg–H dis-

tances of about 2 Å, leading to very comparable electronic

band structures [18]. The valence band width is about

7 eV, corresponding to the interaction of Mg 2p-3s states

with the 1 s state of the two hydrogens. Since the equi-

librium cell volume of the high-pressure c-phase is slightly

lower (*2 %) than the a-one, the orbitals are slightly more

Table 1 Transformations in the

metal sublattice during a

transition Mg–MgH2

Hydride H/Mg Metal structure vm (Å3) Hydride structure References vh (Å3) vh�vm
vm

ð%Þ

a-MgH2 2 HCP 23.2 TiO2 [16] 30.53 31.4

c-MgH2 2 HCP 23.2 a-PbO2 [17] 30.01 29.1

Table 2 Crystal structure data for a-MgH2, b-MgH2 and c-MgH2

Type of

hydride

Space group of

symmetry and

type of structure

Unit cell

parameters (Å)

Atomic coordinates Shortest distances (Å) Size of interstice

rint (Å)

References

DMg–H DH–H

a-MgH2 P42/mnm

TiO2

a = 4.5025

c = 3.0123

V = 61.07 Å3

2 Mg in 2a: 0; 0; 0

4 H in 4f: 0.306; x; 0

1.948 2.471 D:0.35 [16]

b-MgH2 Pa �3

Deformed CaF2

a = 4.6655

V = 101.55 Å3

4 Mg in 4c: 0;0;0

8 H in 8c: 0.3429; x; x

1.906 2.489 D:0.37 [17]

c-MgH2 Pbcn

a-PbO2

a = 4.5051

b = 5.4197

c = 4.9168

V = 120.06 Å3

4 Mg in 4a: 0; 0.3313; �

8 H in 8d: 0.273; 0.109; 0.079

1.915 2.489 D:0.34 [17]

Fig. 1 Crystal structures of a-

MgH2 (a); structure type TiO2,

space group P42/mnm;

a = 4.5025; c = 3.0123 Å;

dMg–H = 1.95; dH–H = 2.47 Å

and c-MgH2 (b); structure type

PbO2, space group Pbcn;

a = 4.5051; b = 5.4197;

c = 4.9168 Å; dMg–H = 1.92-

2.00; dH–H = 2.49 Å. For both

structures, a coordination of H

atoms by 3 Mg atoms is shown.

The hydrogen sublattice MgH6

octahedra connect by edges in

one direction forming a straight

chain in a-MgH2 (c); such a

chain has a zigzag form (and

runs along a screw twofold axis)

in c-MgH2 (d). In both

structures, the neighbouring

chains are connected by sharing

the vertices of the MgH6

octahedra
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localised for c-MgH2 (valence band width reduced by

*5 %). A charge transfer occurs from Mg to H. Bader

charge analysis for both MgH2 phases shows that Mg and

H bear a charge of about ?1.62e and -0.81e, respectively.

The Mulliken effective charge analysis gives a more

important transfer (?1.87e, -0.93e), and the bond overlap

population (BOP) shows a small overlap [19]. Thus, unlike

pure ionic hydrides like LiH, the Mg–H bonding interac-

tion in MgH2 is mainly ionic, but exhibits some covalent

character. Figure 2 shows the electron localisation function

(ELF) image of a-MgH2 and illustrates that the covalent

bond character between Mg and H is not dominating. It is,

however, difficult to estimate the chemical bonding con-

tribution depending on the methods and approximations: a

rough estimation may lead to about 80 % ionic type. As a

consequence, the cohesive energy is less important than for

ionic hydrides like LiH, but still important in comparison

with other metallic hydrides, such as LaNi5H6 with much

weaker bonding. Adding another element, like a transition

metal alloyed with MgH2, may help to destabilise MgH2

for practical use. Regarding the Fermi-level property,

whatever the polymorphic structure is, the hydride remains

of insulator type with a band gap of about 3–5 eV

depending of the choice of the exchange–correlation

functions [18].

In line with previous studies of the effect of pressure-

induced polymorphic structural transition in MgH2 [18], a

study on the thermodynamics property has been recently

led by Moser et al. [20]. Using the quasi-harmonic model,

the free energy, bulk modulus and volumetric thermal

expansion coefficient of the polymorphic hydrides have

been calculated. Moreover, from both phonon calculations

and experiments, the lattice parameters of MgH2 and MgD2

unit cell have been expressed as a function of temperature.

This work has permitted the prediction of the structural

transitions of MgH2 under pressure with high accuracy and

in agreement with neutron measurements. The Gibbs free

energy as a function of the volume and temperature is also

given and has allowed the computation of the (T,P) phase

diagrams of MgH2 as well as the isotopes MgD2 and MgT2

(Fig. 3). The temperatures of dissociation at different H2

pressures are provided as well.

3 Properties of unmodified MgH2

3.1 Thermodynamic properties of the Mg–H system

As for the other conventional hydrides, the equilibrium

pressure of the a $ b transition is given by the Van’t Hoff

equation.

lnP ¼ DH
RT

� DS
R

ð1Þ

where DH and DS are, respectively, the formation enthalpy

and entropy, P is the equilibrium pressure, T is the tem-

perature and R is the gas constant. Magnesium hydride is

considered to be a stable hydride, with a heat of formation

of -74.5 kJ/(mol H2)/K and entropy variation of

-0.135 kJ/(mol H2). Figure 4 shows the variation of pla-

teau pressure as a function of temperature for magnesium

hydride.

From Fig. 4, one can see that to desorb hydrogen under

one bar of pressure, magnesium hydride has to be heated to

at least 550 K. Similarly, magnesium could not absorb

hydrogen below a pressure of 10 bar if the temperature is

higher than about 640 K. It is thus clear that magnesium

hydride could only operate at high temperature. The chal-

lenge is thus to reduce the temperature of operation while

keeping as much as possible the high hydrogen storage

Fig. 2 Electron localisation function (ELF) image of the plane

containing Mg and H atoms in a-MgH2 (P42/mnm). Warm colour

(red) areas indicate non-localised electrons (probability of presence

close to 0), whereas cold colours (blue) represent strong localisation

(probability of presence close to 1)

Fig. 3 Pressure–temperature (P–T) phase diagrams for the three

polymorphs of magnesium dihydride studied for MgH2, MgD2 and

MgT2
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capacity. One obvious solution is to alloy magnesium with

another element (usually a transition metal). The classic

example is Mg2Ni where the heat of formation of the

ternary hydride is reduced to -64.5 kJ/(mol H2). Unfor-

tunately, the capacity is also severely reduced to 3.6 wt%.

Alloying with other elements has been studied but, as

pointed out by Dornheim et al. [11] the chances of finding a

new Mg-based intermetallic phase that forms a multicom-

ponent hydride are small.

One possible way to change the thermodynamics of

magnesium without changing the hydrogen capacity would

be reducing the particle size as was demonstrated by

Wagemans et al. [21]. Figure 5 shows the change of

desorption energy as a function of cluster size. It shows that

reduction in energy is significant only for clusters smaller

than 10 Mg atoms (about 0.9 nm). Calculations based on

alternative approaches such as reactive force field [22],

Wulff constructions [23] and surface energy differences

[24] confirmed an expected lowering of the enthalpy of

formation of MgH2 for small particles.

Reduction in hydrogenation/dehydrogenation energy

with crystallite size was measured experimentally by

Paskevicius et al. [1] and by Zhao-Karger et al. [25], but

the final outcome was smaller than the theoretical predic-

tion and was counteracted by a decrease in entropy.

More recent theoretical investigations indicated that for

MgH2, desorption energy actually increases with cluster

size. Using a quantum Monte Carlo simulation, Wu et al.

[26] found that clusters (MgH2)n are more stable than the

bulk for n\ 40. More recently, Buckley et al. [27] used

density functional theory (DFT) to estimate the desorption

temperature under 1 bar of hydrogen. Their results also

indicated that, even for clusters with n = 64, the desorp-

tion temperature is higher than for the bulk MgH2.

A very interesting new field of study is destabilised

systems [28, 29]. In the Mg–Al system, it has been shown

that, under hydrogen, the alloy Mg17Al12 presents rever-

sible disproportionation reactions with the formation of

MgH2 at each step [30–33]. A destabilising effect has also

been achieved by forming metastable Mg-Nb bcc alloy

[34, 35] or with multilayers Mg–Ti [36, 37] or Mg–Al–Ti

composites [38], but all of these systems suffer from a

decrease in hydrogen capacity.

Recently, it has been shown that the formation of

magnesium solid solution alloys with alloying elements

such as In, Al, Ga and Zn could be an effective way to

destabilise magnesium hydride [39]. For example, the

desorption isotherm plateau at 1 bar is 20 K lower for a

solid solution Mg0.9In0.1 compared to pure magnesium.

Unfortunately, the hydrogen storage capacity also

decreased to just less than 4 wt% H.

Destabilisation of magnesium hydride without important

reduction in capacity is an important challenge. Many

original avenues have been tried and showed promising

results, but their main drawback is the important reduction

in hydrogen capacity. Nevertheless, more research is nee-

ded especially in the fundamental aspect of this challenge.

3.2 Mechanisms of absorption and desorption

The reaction of Mg with hydrogen involves a number of

different steps, such as physisorption, dissociation and

chemisorption, the diffusion of hydrogen into subsurface

sites and bulk lattice sites and finally the nucleation and

growth of the hydride phase. During desorption, Mg itself

has to be nucleated and hydrogen atoms have to diffuse to
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Fig. 4 Temperature dependence of the dissociation pressure of MgH2

Fig. 5 Calculated desorption energies for MgH2 clusters with both

the Hartree–Fock (HF) and density functional theory (DFT) methods.

The energies are normalised per mole of H2 released. Reprinted with

permission from [21]
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the subsurface and surface and recombine there to hydro-

gen molecules, which have to be physically desorbed back

into the gas phase. The overall hydrogen sorption kinetics

is determined by the slowest step in this reaction chain

[40]. While the diffusion constant of hydrogen in Mg has

been found to be of the order of 10-13 m2/s at 300 K,

H-diffusion in MgH2 is found to be at least three orders of

magnitude lower [41]. Hence, it is expected that during

hydrogenation after the initial formation of a hydride layer

around the Mg particles, the hydrogenation should slow

down significantly. Indeed by measuring the hydrogen

uptake and release of a variety of different samples with

very small additive contents up to high additive contents

and after applying very short ball milling time up to

extended ball milling treatments, Barkhordarian et al. [42]

could deduce the rate-limiting steps for both absorption and

desorption. In case of absorption, they obtained the best fit

to their data by applying a three-dimensional diffusion-

controlled contracting volume model [43]:

1 � 2a
3

� �
� 1 � að Þ

2
3¼ kt ð2Þ

with a being the transformed fraction and k the reaction

constant. This equation should fit best those experimental

data where diffusion through the transformed phase is the

rate-limiting step as we would also expect from the

H-diffusion through a Mg–Hydride layer.

In contrast to absorption, during H2 desorption from

samples with low catalyst/additive contents and very short

milling times, Barkhordarian et al. [42] obtained the best fit

by applying the surface reaction limited model:

a ¼ kt ð3Þ

hinting at the diffusion from subsurface to surface and the

recombination of hydrogen atoms as the main rate-limiting

steps in this process.

For pure a-MgH2, a model of hydrogen evolution from

the stoichiometric dihydride during its decomposition was

proposed and successfully described the data of the thermal

desorption spectroscopy study [44]. The model includes

two steps: (1) formation of the nuclei of the metal phase,

followed by (2) hydrogen evolution through the surface of

the formed metallic islets. The latter stage is a limiting step

of the overall process and determines the hydrogen des-

orption rate. For the partially hydrogenated magnesium, the

first stage was absent, supporting the proposed mechanism

of the desorption process.

3.3 Properties of powders: compaction and cycling

To evaluate the sorption behaviour of Mg and some Mg-

based materials under compaction and cycling, powders of

different compositions were milled in hydrogen gas and

then were compacted at different pressures to obtain pel-

lets. The pellets were cycled at 350 �C and 40 bar H2/

0.9 bar H2 for 4 h hydrogenation/2 h dehydrogenation,

respectively.

The sorption behaviour of a Mg powder (45–250 lm)

sample compacted at 140 MPa during is shown in Fig. 6. It

is evident that the reversible H capacity is 4.3 wt% H and

the cycling stability is high, with no visible decline in H

storage performance. The H desorption–absorption process

is completely reversible. After 40 cycles, the gravimetric

capacity decreases by a factor of 1.5 and the absorption/

desorption rates decrease by 1.5/2, respectively. By

increasing the compaction pressure (the apparent density

increases from 1.3 to 1.5 g/cm3), the absorption rate

decreases by about 20 % and the desorption rate by 7 %.

When 15 wt% of Ni powder (45–150 lm) was added to

Mg, the reversible H storage capacity increased to 6 wt%

of H in the conditions described above. This is a noticeably

better performance than for the pure Mg sample. Increase

in the compaction pressure to 420 MPa (the apparent

density increased to 1.7 g/cm3) did not affect the amount of

the exchanged hydrogen; however, the rates of H absorp-

tion–desorption became a little slower, with 4–5 wt% H2

absorbed/desorbed.

The best results were demonstrated for a sample pre-

pared with the same Mg:Ni ratio (85/15 wt%) after adding

5 wt% C/graphite (50 lm) and 1.5 wt% TiO2. The pellet

reversibly exchanged 6.7 wt% H, with a 6 wt% H charge/

discharge rate in 1.7/3.7 min. After 120 cycles, the gravi-

metric H capacity was unchanged. Very good sorption

profiles were obtained for a ternary Mg–Nb2O5-graphitic C

mixture (molar ratio % = 97.5:0.5:2.0), with a sorption

capacity of 6.8 wt% H and a 6 wt% H absorption/desorp-

tion rate of 1.1 min/3.7 min (Fig. 7).

After the completed charge/discharge experiments, the

cycled pellet samples remained compact in their central

parts, with only some small pieces broken at the top. The

Fig. 6 Second discharge run and subsequently six charging/discharg-

ing cycles for a pure Mg pellet (kinetic and temperature profiles)
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average variation in length of 30–40 % was independent of

the number of the performed absorption–desorption cycles.

The variation in diameter was 32 % for all pellets.

When performance of the pellets is compared with those

of the powders with identical composition, it can be con-

cluded that:

• the pellets store 0.2–0.3 wt% more hydrogen than the

powders;

• considering the absorption kinetics, Mg–Ni-based pel-

lets show better performance thanks to the presence of

Mg2Ni. The higher density results in a detrimental

effect on the H2 gas diffusion in Mg, while the

enhancing effect of the Ni-containing phases has an

opposite influence;

• Mg–Ni binary pellets show slower desorption kinetics

than the powders, while for the ternary and quaternary

systems containing C, the opposite behaviour is observed.

This can be explained by considering two factors: the

microscopic sorption mechanism of the dehydrogenation

(refer above) and the variation in thermal conductivity.

Concerning the first point, for the Mg–Ni samples, the

rate-limiting step is hydrogen diffusion from the bulk to

the surface. A higher compaction degree creates obstacles

for the motion of hydrogen atoms between the layers of the

active phases. When a carbon additive is present, the

highest aggregation of the active species becomes an

advantage. The thermal conductivity average values

increase from 0.18 W/(m K) for the binary powder

mixture to 0.22 W/(m K) when C is added, and, eventu-

ally, to 0.36 W/(m K) when the mixtures are compacted.

This variation leads to a better heat transfer, thus

enhancing the absorption kinetics.

• Pellets show a better cycling behaviour than the

corresponding powders. For the powders, the degrada-

tion could probably be attributed to the grains sintering

during the thermal treatments.

4 Mechanical modification

4.1 Ball milling

Mechanochemical synthesis using ball milling of magne-

sium hydride with and without additives and alloying

metals has been employed to produce defect-enhanced

potential hydrogen storage materials [8]. The high-pres-

sure, high-energy impacts of the balls and vial walls

repeatedly compress, fracture and cold-weld the powder

particles. This can significantly reduce both powder and

grain (crystallite) size, break the oxide layer on magnesium

powder and provide fresh surfaces, as well as dispersing

additives through the composite materials. Reactive ball

milling (RBM), ball milling under a hydrogen atmosphere,

is a convenient way to produce many hydrides. The high

mechanical pressures can, in general, induce high-pressure

polymorphs of the powder, and in particular, the

metastable gamma phase of MgH2 is frequently observed

after ball milling. Alloying can be readily achieved by

milling. Some alloys, such as magnesium-iron alloys, have

only been synthesised by ball milling. The milling process

involves several parameters such as the type of ball mill,

(planetary, shaker, attritor), the ball-to-powder ratio, mil-

ling speed, time, temperature, milling atmosphere and

pressure [45] as well as volume ratio [46]. The large

number of parameters, the range of values for each

parameter and the fact that they are not always adequately

reported makes it difficult to compare results from mate-

rials synthesised in different laboratories. Ball milling of

magnesium metal in hydrogen gas results in the in situ

formation of a mixture of a- and c-MgH2 and decreases the

temperature of hydrogen desorption as compared to con-

ventional MgH2 [47].

4.2 Severe plastic deformation

Severe plastic deformation (SPD) is a general term used to

describe a group of techniques that produce large strains in

the material which in turn result in a high defect density

and nanocrystalline structure. The SPD techniques could

replace and/or complement high-energy milling for the

synthesis and preparation of metal hydrides. The advan-

tages of SPD over the ball milling are that usually SPD can

be easier to scale up to industrial level, the impurity level is

lower, and it has fewer safety concerns [48]. The use of

SPD techniques in the processing of metal hydrides is

relatively new, and this field of research is rapidly devel-

oping. For the processing of magnesium-based alloys, the

popular SPD techniques are: equal channel angular press-

ing (ECAP), high-pressure torsion (HPT) and cold rolling

(CR). Here, we will focus on one of these: ECAP.

Fig. 7 Eighth–tenth charge/discharge cycles for a Mg–C–Nb2O5

pellet (kinetic and temperature profiles)
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4.3 Equal channel angular pressing

The first use of ECAP on Mg-based alloys was performed

by Skripnyuk et al. [48–51] who found that after ECAP

followed by high-energy milling, the hysteresis in the

pressure–composition isotherm completely disappeared

and hydrogenation kinetics were improved. Since these

early studies by Skripnyuk, a number of groups have

investigated magnesium and magnesium-based alloys

processed by ECAP or a combination of ECAP and another

SPD technique. For example, a combination of ECAP and

high-energy milling was used by Løcken et al. [52] on the

ternary eutectic Mg–Mg2Ni–MmMg12 (72 wt% Mg–

20 wt% Ni–8 wt% Mm, Mm = mischmetal), and by

Révész et al. [53] on Mg–Ni. These studies found that

kinetics are improved, but the impact on the thermody-

namics was negligible.

In an early investigation on the effect of ECAP on the

magnesium alloy ZK60 (composition: 5 wt% Zn; 0.8 wt%

Zr; Mg balance), Skripnyuk et al. [50] showed that ECAP

greatly improved the hydrogenation kinetics as shown in

Fig. 8. This was confirmed by Krystian et al. [54] who

found that ECAP increases the hydrogenation kinetics, but

again, this was not accompanied by a change of the ther-

modynamics of hydride formation.

In a study on the combined effect of ECAP and CR on

magnesium, Jorge Jr et al. [55] found that after ECAP the

hydrogen capacity is very small but greatly increases when

ECAP is followed by CR. They also showed that when

magnesium has a (002) texture, its hydriding kinetics are

enhanced.

ECAP and other SPD techniques represent a new and

powerful way to modify the hydrogenation kinetics of

metal hydrides. However, the prospect of using these

techniques to destabilise magnesium hydride is not so

obvious. Nonetheless, SPD techniques should be investi-

gated further for the development of new metal hydrides.

4.4 Rapid solidification

Rapid solidification (RS) allows the nanostructuring of the

hydrogen storage materials which results in a dramatic

positive effect on the H sorption behaviours. The

microstructure and grain size of the materials produced by

RS depend on the rotation speed of the wheel determining

the cooling rate in the solidified alloy. For the Mg-rich

alloys with rare earth metals (mischmetal) and nickel, the

conditions of RS strongly influence the particle size of the

formed particles, spanning a broad range of sizes, from

50 nm to 1 lm. The most detailed studies were performed

for the La(Mm)NiMg alloys obtained by RS at different

cooling rates, RS300, RS1000 and RS2000 (corresponding

to surface velocity 3.1, 10.5 and 20.9 m/s) [56–58]. The

hydrogenation properties of the alloys appear to be strongly

related to the solidification rate/nanostructuring. In the

RS2000 alloy, the smallest particle sizes were observed

(using TEM), and this correlates with advantageous

hydrogenation behaviours of the material. The highest

hydrogenation rate was observed for materials which were

solidified with the highest cooling rate [56, 57].

The effect of nanostructuring achieved by rapid solidi-

fication on the hydrogen storage performance can be

illustrated by taking an example of the Mm-10Ni-2 Mm

alloys (see Fig. 9).

The changes in particle size cause significant variations

in the rates of hydrogen exchange in the materials.

Micrographs of Mg-20Ni-8 Mm produced with a surface

velocity of the copper wheel of 3.1 m/s are presented in

Fig. 10. Mg and Mg2Ni particles elongated with a length

from 250 to 1.5 lm in one direction are clearly visible on the

TEM micrograph of the overall morphology of the RS alloy.

The width of the particle is about 200 nm (see Fig. 10a). A

highly magnified area with Mg and Mg2Ni crystallites with

an average size of 200–400 and 200–1000 nm, respectively,

is shown in Fig. 10b. The highest surface velocity of the

wheel gives an extremely high cooling rate of the materials

leading to amorphisation [58].

In the Mg-rich alloys of La, containing LaMg12 and

La2Mg17 compounds, with increasing solidification rate the

alloys were formed in the microcrystalline (RS300),

nanocrystalline (RS1000) or amorphous state (RS2000).

This directly influences the mechanism of H absorption and

desorption with a reversibility of the formation of the initial

intermetallics for the nanostructured hydrides or irre-

versible disproportionation to form Mg and LaH2 on

hydrogen desorption [59–61].

Fig. 8 Hydrogen desorption kinetics from the unprocessed and

ECAP processed (300 �C) samples of ZK60 observed in the

temperature range from 210 to 310 �C. Reprinted with permission

from [50]
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4.5 Nanoconfinement

To modify the sorption properties of magnesium or mag-

nesium alloys, the use of particle confinement [62–65] has

been proposed. By increasing the surface-to-bulk atomic

ratio, changes in the thermodynamics are foreseen. How-

ever, handling nanoparticles of metals or hydrides is very

challenging and this is commonly done using a porous

scaffold to stabilise the particles and to prevent them from

coalescence [66].

The first systematic study of the kinetics of hydrogen

sorption as a function of particle size was conducted by Au

et al. [67], using 6–20 nm MgH2 particles in carbon

aerogels. As shown in Fig. 11, the hydrogen release tem-

perature showed a clear and systematic size dependence,

and the onset of desorption was *150–200 �C lower for

the nanoparticles than for macrocrystalline MgH2. This

was corroborated by intrinsic hydrogen dynamics obtained

by solid-state 1H NMR. Cycling was fast (80 % of the

capacity absorbed within 15 min at 300 �C and 18 bar H2),

Fig. 9 Comparison of hydrogen absorption characteristics of the

melt-spun Mg–20Ni–8 Mm alloy (solidified on a copper wheel at

rotation speeds 300, 1000 and 2000 rpm) at 300 �C and 28 bar H2:

a hydrogenation curves of the first cycle and b hydrogenation curves

after five hydrogenation/dehydrogenation cycles

Fig. 10 TEM micrographs showing the microstructures of melt-spun Mg–20Ni–8 Mm produced with a surface velocity of the copper wheel of

3.1 m/s: a overall morphology and b high magnification image of Mg2Ni and Mg particles
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and there was no change in sorption properties upon

cycling, showing that the growth of the particles is effec-

tively prevented by the carbon support.

These results were extended to smaller particles by

Zlotea et al. [68] using ordered microporous carbon and

tuning the Mg amount from 15 to 50 wt%. Ultra-small

particles with mean sizes of 1.3 and 3.0 nm have been

obtained for 15 and 25 wt% Mg contents, respectively. The

hydrogen desorption properties strongly depend on the

nanoparticle size, as evidenced by different thermal anal-

ysis techniques. The onset temperature of hydrogen des-

orption for MgH2 nanoparticles below 3 nm occurs at a

temperature about 245 K lower than for microcrystalline

material. Two distinct hydrogen desorption peaks are

noticed for nanoparticles with mean sizes of 1.3 and

3.0 nm, as confirmed by TDS and HP-DSC. 1H NMR

investigations suggest the presence of two MgH2 popula-

tions with enhanced hydrogen mobility, as compared to the

microcrystalline hydride. The short hydrogen diffusion

path and the enhanced hydrogen mobility may explain the

increased desorption kinetics of these ultra-small

nanoparticles.

Intermetallic Mg2Ni and its hydride Mg2NiH4

nanoparticles were prepared and stabilised into the meso-

pores of a template carbon [64, 69]. One approach was to

first deposit well-defined Ni nanoparticles inside the pores,

followed by vapour-phase deposition of Mg and hydro-

genation. Alternatively, this was achieved by first forming

Ni and MgH2 particles inside the mesopores. Then by

setting the temperature and the hydrogen pressure, the

formation of either the intermetallic or the hydride was

obtained. At low pressure (\0.5 MPa), the Mg2Ni is

formed by hydrogen release from MgH2, forming pure Mg

able to react with Ni. Then, hydrogenation leads to Mg2-

NiH4 at pressures above 0.5 MPa. At high pressure

(2 MPa), Mg2NiH4 is formed directly in a single step from

the initial MgH2 and Ni nanoparticles. The hydrogen

sorption in nanosized Mg2Ni is found to be reversible, and

moreover, the formed hydride is able to desorb in a very

short time at a low temperature (483 K).

The work of Zlotea et al. [64] showed that contrary to

MgH2, the size of the nanoparticles of Mg2NiH4 is not

affected by sorption cycling nor by high temperature.

Indeed, Fig. 12 shows a constant average size for the

Mg2NiH4 (11 ± 2 nm) in the temperature range

570–660 K, contrary to MgH2 for which a sharp increase in

the size up to 200 nm is observed between 570 and 660 K.

This indicates that Mg has a larger mobility at high tem-

perature leading to larger particles. When alloyed with Ni,

its diffusivity is markedly reduced and both Mg2Ni and

Mg2NiH4 nanoparticles are stable upon prolonged expo-

sure to high temperature and hydrogenation/dehydrogena-

tion cycling.

Fig. 11 Left Hydrogen release for carbon aerogel-supported MgH2 particles with different sizes as indicated, scanning with 5 �C/min in Ar flow.

Right relation between peak release temperature and particle size. Figure adapted from [67]
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Fig. 12 Thermal variation of the average crystallite sizes of

Mg2NiH4 and MgH2 during heating with 2 K/min from 300 to

660 K under 2 MPa of H2
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Nanoconfined Mg2NiH4 exhibits higher desorption

kinetics by comparison with other Mg1-xNixHy nanocrys-

tals supported on carbon; however, the thermodynamics

properties are not altered by nanoconfinement.

4.6 Synthesis of MgH2 using hydrogen plasma-

based hydrogenation approach

Contrary to traditional methods for MgH2 formation

including top layer Pd catalyst deposition onto Mg and

hydrogenation at high hydrogen pressures and temperatures

[70] or formation of MgH2 during extensive ball milling

procedures, hydrogen could be introduced into Mg using

plasma-based technologies. Using this approach, Mg in the

form of thin films or powders is inserted in hydrogen

plasma and sustains intensive bombardment of hydrogen

ions (Fig. 13) which could lead to the formation of H-rich

altered layers in near surface region or formation of MgH2

in the depths of the material. Furthermore, even if surface

contamination (in the form of oxides, hydroxides etc.) is

present on the metal surface before hydrogenation, this

could be removed during reduction reactions or by physical

sputtering induced by energetic ions arriving from the

plasma and lead to further extensive hydrogenation of Mg-

based materials.

The described plasma-based approach was successfully

used for the magnesium films and, also, in the case of

hydrogen insertion into Al helping to avoid Al(OH)3 for-

mation on the surface when applying the electrolytic

charging procedure [71]. In spite of all potential benefits of

the plasma hydrogenation procedure, the latest work on the

hydrogenation of the Mg thin films demonstrated its limi-

tations. This work revealed that the Mg oxide and

hydroxide layer are formed and effectively block the for-

mation of the hydride, even if its formation might be

starting not at the surface but at the film–substrate interface

and/or bulk of the film [72].

4.7 Thin films as model systems for thermodynamic

and kinetic properties

The optical changes in thin Mg films on hydrogenation

allow for a combinatorial analysis of the thermodynamics

of the hydrogenation process as a function of composition.

In the Mg–Ti–Ni system, the hydrogenation pressure,

enthalpy and entropy of hydrogenation can be mapped

[73]. While the enthalpy is remarkably low, the hydro-

genation pressure remained at around 10 mbar, due to

surprisingly low entropy. The complex, quasi-amorphous

nature of these films precluded a clear explanation of this.

This shows that an in-depth microstructural analysis is

needed in conjunction with the hydrogenation results for a

proper interpretation.

A much clearer picture arose for the Mg–Ti system.

Here, it was found that beyond a critical Ti fraction of

15 %, a coherent mixture of MgH2 and TiH2 is formed

[74]. While this coherent ordering could not be reproduced

in bulk samples, the formation of small patches of TiH2 in

the MgH2 matrix was verified by EXAFS [75]. While the

effect of the Ti on the enthalpy of formation of MgH2 is

small, preliminary experiments on Ti-rich (75 %) samples

show a much larger effect of the Ti on the hydrogenation

pressure of Mg. This is explained by a much higher fraction

of interfaces with respect to the volume of Mg in these

samples [76]. At a Ti fraction of 75 %, a coherent structure

was observed. Also, for this composition in bulk, a single

FCC hydride phase was observed [77].

Thin films provide a means to analyse the effect of

surface energy, strain and plastic deformation on the

hydrogenation kinetics and thermodynamics in a controlled

way. Nanosizing may result in a modification of all three

terms, which makes it often difficult to estimate the con-

tribution of these terms to the destabilisation which one

aims for. Analysing pressure–composition isotherms, it

should be stressed that the first two effects give a shift in

both branches of the hydrogenation hysteresis, while

plastic deformation results in widening of the hysteresis.

Therefore, one cannot conclude much on the basis of a shift

in the plateau pressure of only one of the branches.

Using a Ti/Mg/Ti/Pd multilayer thin film with a gradient

Mg thickness, Mooij et al. [36] found that both the

hydrogenation and dehydrogenation plateau pressure

depend on the thickness. They deduced this to be the result

of a change in the Mg/Ti interface energy on hydrogenation

of around 0.35 J/m2. From similar experiments on Fe/Mg/

Fe/Pd multilayers [78], a much higher interface energy was

deduced, although the effect was partly obscured by the

diffusion of Pd through Fe. Much larger effects of the

thickness on the plateau pressure were found in Mg/Pd

multilayers. At first, it was claimed that this was the result

of stress [79] or destabilisation due to alloying [80]. Since

Fig. 13 Plasma-based hydrogenation approach
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this destabilisation effect was not found on dehydrogena-

tion, it is now believed that in the case of interface alloy-

ing, plastic deformation plays a crucial role.

In the case of a multilayer Ti/Mg/Ti/Pd system where such

interface alloying does not take place, plastic deformation

still plays a role. Here, it mainly affects the kinetics of the

hydrogenation [79]. Optical transmission images of the films

taken at a pressure slightly below the hydrogenation plateau

clearly show the nucleation and growth behaviour of Mg

starting from preferential nucleation sites (Fig. 14). Optical

analysis shows that this nucleation and growth behaviour

also takes place at much higher driving forces. From an

analysis of the relation between the step curvature and the

expansion of the nucleating islands, the reduction in the

kinetics of the phase transformation process due to the plastic

deformation could be quantified [81]. The retardation of the

kinetics of the phase transformation process is believed to be

due to the deformation of the film stack that is needed to

accommodate the 30 % volume expansion, which mainly

takes place in the direction normal to the film. We speculate

that such a reduction in the kinetics also takes place in melt-

infiltrated nanocrystals, which are bound to be strongly

affected by plastic deformation.

4.8 Additives for catalytic enhancement

Addition of comparatively small amounts of another

material to MgH2 has been shown to be highly successful

in improving the rates at which MgH2 absorbs and desorbs

hydrogen. Most additives do not absorb hydrogen them-

selves, and so they add mass to the composite sample with

no corresponding uptake which reduces the overall gravi-

metric capacity of the sample. A large variety of different

kinds of additives have been tested, including various types

of carbon [82, 83], metal and non-metal elements, oxides,

halides, intermetallics, hydrides [84] and others (carbides,

nitrides and borides) [9]. When the added element has a

large reaction enthalpy of hydrogenation like vanadium,

the Mg-based composites prepared by reactive ball milling

exhibit explosive, ‘‘combustion’’-type hydrogenation when

Fig. 14 Top Images of the 10 9 10 mm thin-film Ti/Mg/Ti/Pd

multilayer samples in optical transmission after multiple hours of

exposure to hydrogen (p(H2) = 70 Pa, T = 363 K). The MgH2

domains transmit more light and are brighter. Over time, the islands

grow bigger, while new nuclei are still being formed. Bottom

schematic representation of the deformation taking place at the edges

of the hydrogenated islands, due to the 30 % volume expansion of

MgH2 (figure based on [81])
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the saturated hydride composites are formed in just seconds

[85]. The most successful of these additives has been

Nb2O5, which was first used by Barkhordarian et al. [86].

Although other additives such as TiN and TiC have been

shown to produce similar results [87], Nb2O5 is still held as

a benchmark material as an additive to MgH2.

The improvement in hydrogen absorption and desorp-

tion is primarily in the rates of the metal-hydrogen reac-

tions. With increased rates of reaction, both absorption and

desorption can proceed at lower temperatures than the un-

catalysed material. Although there have been individual

reports of enhanced thermodynamics using additives TiH2,

attributed to the 5–10 nm grain size [88] and LaH3,

attributed to strain of MgH2 when the adjacent LaH3 phase

released H2 [89], the majority of investigations report no

change in the enthalpy with catalytic additives [9].

Unfortunately, the use of magnesium hydride is hin-

dered by several factors that mediate slow kinetics for

hydrogen release and uptake. The surface oxide layer

(MgO), which covers magnesium metal, is considered

almost impermeable to hydrogen and decreases the kinetics

significantly [90].

4.9 Niobium pentoxide additive

Niobium pentoxide, Nb2O5, has proven to be one of the most

effective additives mediating complete hydrogen release and

uptake within 90 and 60 s, respectively, at 300 �C [91–95].

The literature provides many different explanations for the

positive effects. (1) Niobium pentoxide may act as a dis-

persive agent during ball milling, which leads to a smaller

average particle size of MgH2 [92]. Particle size reduction of

MgH2 down to the nanometre scale, e.g. by nanoconfinement

in nanoporous materials or an alkali-metal halide matrix,

mediates enhanced reaction kinetics and improves thermo-

dynamic properties [4, 5, 25]. (2) Niobium pentoxide can

also act as an active reservoir that splits and transports the

hydrogen molecule in or out of Mg/MgH2 [96]. (3) The

prolific properties have also been linked to the stability, i.e.

Nb2O5 is not easily fully reduced to niobium metal [95],

although niobium (4) is observed to be partially reduced

during ball milling and upon hydrogenation and dehydro-

genation of Mg/MgH2 cycles at elevated temperatures. Upon

decomposition, Nb2O5 may form ternary Mg-Nb oxides,

which are suggested to facilitate hydrogen diffusion through

the surrounding magnesium oxide surface layer [97–99]. The

effect of Nb2O5 for hydrogen release and uptake in the Mg/

MgH2 system has been investigated using in situ SR-PXD

[100, 101] of three MgH2–Nb2O5 (8 mol %) samples con-

tinuously ball-milled to different extents during up to eight

full hydrogen release and uptake cycles [102]. The aim of

this study was to explore the chemical reactions in the system

Mg–MgH2–Nb2O5 with relative large amounts of additive

and to develop further knowledge on the superior properties

of niobium pentoxide as an additive. An example is provided

in Fig. 15 [102].

Fig. 15 a In situ SR-PXD data of MgH2–Nb2O5 (8 mol %) showing

the hydrogen release and uptake from sample S3 heated stepwise

from RT to 300 and 450 �C at variable hydrogen pressure are varied

p(H2) = 10-2 or 120 bar. b Hydrogen release and uptake in sample

S3 showing cycle 5, T = 300 �C after heating to 450 �C. Time

propagates from bottom to top (k = 1.09801 Å) [102]
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4.9.1 Chemical reactions in the MgH2–Nb2O5 system

Dynamic studies of hydrogen release and uptake using

in situ SR-PXD experiments may allow the determination

of intermediates with overlapping reflections, which may

form at different rates and at different p, T conditions

[102]. Rietveld refinement analyses suggest that a reaction

between MgH2 and Nb2O5 occurs during sample prepara-

tion (BM), which produces the ternary oxide MgxNb1-xO.

Such a reaction may explain the fact that all published

diffraction data only reveal the presence of one solid oxide.

At elevated temperatures, a reaction between Mg and

Nb2O5 occurs forming a ternary oxide. A composition of

the ternary solid solution, Mg0.60Nb0.40O, is obtained when

the reaction scheme is balanced assuming an oxidation

state ?2 for Nb (see Eq. 4), which may indicate an upper

limit for the niobium content in the solid solution of

40 mol %.

3MgðsÞ þ Nb2O5ðsÞ ! 5Mg0:60Nb0:40OðsÞ ð4Þ

More extreme mechanochemical conditions or cycling

of the MgH2-Nb2O5 composite with hydrogen release and

uptake at T[ 300 �C may lead to formation of niobium or

niobium hydride, i.e. niobium is extracted from the ternary

solid solution by reduction of Nb(II) as illustrated in

reaction scheme (Eq. 5). Finally, MgO (or Mg*1Nb*0O)

and Nb will form [102].

5Mg0:60Nb0:40O(s) þ 2MgðsÞ ! 5MgOðsÞ þ 2NbðsÞ ð5Þ

The niobium-oxygen chemistry is diverse with a variety

of different oxides with niobium present in oxidation states

from five to two, but the PXD data measured in this study

suggest that niobium is present only in oxidation state five

in the niobium pentoxides and two in the ternary solid

solutions. However, a previous study proposed an average

oxidation state of 2.5 for Nb realised by niobium with

oxidations states ?2 and ?3 [98]. Previous studies reveal

that annealing of MgH2–Nb2O5 mixtures at 400 �C leads to

a decrease in the gravimetric hydrogen storage capacity of

the system and also a reduction in desorption kinetics [95,

98]. Our investigation shows that this may be due to

increasing amounts of Mg in the ternary oxide and even-

tually due to the formation of Mg*1Nb*0O. Formation and

stabilisation of the ternary oxide appear to be important for

the prolific kinetic effect of Nb2O5 as an additive in

magnesium hydride [99]. Furthermore, diffusion of

hydrogen through bulk niobium inclusions in MgO may be

faster than diffusion in bulk MgO (see Fig. 16b).

Previous studies reveal sample activation and improved

kinetics for hydrogen release and uptake in the MgH2–

Nb2O5 system upon cycling at T = 300 �C [103]. The

results presented here suggest that Nb2O5 reacts with Mg

and forms a ternary solid solution Mg0.60Nb0.40O, which

can be stabilised by relatively mild ball milling conditions

and moderate working temperature, T B 300 �C. We

anticipate that the reactions observed here at higher tem-

peratures ([300 �C) may also occur at lower temperatures,

e.g. at 300 �C, but over a longer timescale during many

hydrogen exchange cycles.

Rietveld refinements and the stoichiometry are plotted

as a function of hydrogen release and uptake cycle number

in Fig. 16a. The initial Mg content in the ternary solid

solution is Mg0.2Nb0.8O, see Fig. 16a. The relative Mg

Fig. 16 a Composition of the solid solution MgxNb1-xO obtained by

Rietveld refinements (black circles) of selected SR-PXD diagrams

(the dashed line is a guide to the eye). b The unit cell volume as a

function of the composition, x, for the ternary solid solution

MgxNb1-xO. The dashed line (between literature values of V(MgO)

and V(NbO) open circles) indicates Vegard’s law. The enlargement

shows a linear correlation between the observed unit cell volume and

the composition of the ternary phase
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content in the ternary solid solution increases when the

sample is heated and cycled with hydrogen, especially

during the first four cycles, and apparently reaches a

maximum. The composition after eight hydrogen release

and uptake cycles is Mg0.58Nb0.42O.

The unit cell volume is plotted as a function of the

composition of the solid solution MgxNb1-xO, in Fig. 16b

revealing a positive deviation from Vegard’s law [104].

Furthermore, the enlargement in Fig. 16b reveals a linear

correlation between the unit cell volume and the compo-

sition of MgxNb1-xO in the range *0.2\ x\*0.6. The

significant volume expansion observed for MgxNb1-xO as

compared to the two binary oxides, MgO and NbO, may

contribute to the prolific properties of Nb2O5 used as

additive in MgH2 for the release and uptake of hydrogen.

Formation of MgxNb1-xO is expected to form cracks in the

otherwise dense surface layer of magnesium oxide. The

increased number of diffusion pathways through the MgO

layer may significantly enhance the kinetics for hydrogen

release and uptake in Mg/MgH2 [99].

4.10 Mechanisms for the catalytic enhancement

of properties

As described above, in pure Mg the rate-limiting step for

absorption differs from that for desorption.

The absorption process is best described by a three-di-

mensional diffusion-controlled contracting volume model.

Therefore, to enhance hydrogen absorption either the dif-

fusion distances have to be minimised or hydrogen diffu-

sion through an MgH2 layer optimised. Both in principle

can be obtained by ball milling or other mechanical pro-

cesses as described above. These methods reduce both

particle size and grain size. In the case of particle size

reduction, the diffusion distances are reduced which

directly lead to an enhanced hydrogen uptake [91]. In the

case of grain size reduction, a huge number of additional

grain boundaries are introduced into the system. These

grain boundaries have a lower packing density than the

MgH2 lattice and therefore can act as hydrogen diffusion

pathways which should also help to overcome the bottle-

neck of slow hydrogen diffusion through the blocking

MgH2 layer. However, measurements clearly indicate that

the grain size increases significantly in pure nanocrystalline

Mg/MgH2 upon cycling and/or annealing at the working

temperature of 300 �C [97, 105].

In contrast, samples with transition metal oxide addi-

tions show a much smaller increase in grain size which

seems to stop at a grain size around 80 nm after long-term

cycling [11]. This finding, that in the presence of transition

metal oxides the nanostructure is stabilised, has clearly

been confirmed by small-angle scattering measurements

performed by Pranzas et al. [106, 107]. In addition to these

findings which by themselves could explain the enhanced

hydrogen absorption in transition metal-doped MgH2,

measurements of Corey et al. [108] show that the hydrogen

mobility is significantly increased in Nb2O5-doped MgH2.

In very good agreement to that, Borgschulte et al. [41] find

a slightly destabilised phase MgH2-d in Nb2O5-doped

MgH2 which is formed prior to MgH2 upon hydrogenation

and could correlate the amount of this sub-stoichiometric

MgH2-d phase with the amount of the used transition metal

oxide additive.

According to Barkhordarian et al. [42], the hydrogen

desorption can be fitted best by

• Assuming a surface reaction limited process in case of

small additive contents and short milling times;

• Applying a contracting volume model with two-

dimensional growth and constant interface velocity in

case of prolonged ball milling and catalyst contents of

more than 1 mol % Nb2O5.

Obviously, a shift in the rate-limiting steps from surface

reaction towards a two-dimensional growth of the Mg

phase with constant interface velocity occurs. During ball

milling, it is observed that particle size of the material to be

ground decreases considerably. Hence, the surface area

increases and the surface reaction is no longer the limiting

process.

Since this is also observed if the amount of transition

metal oxide additives is increased, there are two possible

interpretations:

• either the transition metal oxides as hard materials help

in the ball milling process to refine the MgH2 particles

• or the transition metal oxides (or the Mg–Nb–Ox

products formed during the heating and cycling)

themselves have a direct influence on the surface

reaction, the chemisorption process or the recombina-

tion of the hydrogen molecules.

Indeed, it has been shown that the presence of transition

metal oxides during ball milling helps to scale down the

particle sizes of the MgH2 [106]. Nevertheless, Borgschulte

et al. [109] found a catalytic effect of niobium oxide for

hydrogen dissociation with the lowest activation energy for

the highest oxygen content: Nb2O5. In their study, pure Nb

did not display any catalytic effect.

If for desorption the chemisorption is such a crucial

step which has to be overcome, one might ask the ques-

tion why not just use a well-known catalyst like Ni instead

of niobium oxide. Experiments performed on ball-milled

MgH2 samples with Ni and Nb2O5, respectively, per-

formed by Hanada et al. [110] showed that Ni indeed

shows a very beneficial effect on MgH2 desorption as

well, however, during cycling desorption properties

worsen significantly.
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4.11 Future prospects

In this paper, different techniques to synthesise nanos-

tructured magnesium were reviewed. It is clear that mate-

rials synthesised by various techniques share common

features and there is also some important differences

between them. Moreover, depending on the synthesis

parameters a single technique can produce a drastically

different end product. A familiar example is mechanical

alloying where the ball-to-powder ratio, milling time and

intensity can result in compounds that have very different

hydrogen storage properties. Thus, when comparing syn-

thesis techniques or the same technique in different con-

ditions, it is crucial to also know the synthesis parameters.

This review also reveals that, under the usual hydro-

genation/dehydrogenation conditions, magnesium-based

materials are in fact dynamic systems. This means that the

synthesised material will most likely change its properties

after one or many hydrogenation/dehydrogenation cycles.

This is mainly due to the high temperature required to

perform hydrogenation which results in an important spe-

cies diffusion and grain growth. Also, the simple act of

hydrogen going in and out of the structure could lead to a

change of crystal structure. This should be taken into

account when new materials are designed.

It was shown that hydrogenation/dehydrogenation

kinetics could be dramatically improved by the use of

appropriate catalysts. In terms of suitable hydrogen storage

materials, the kinetics is no longer an insurmount-

able problem. However, as hydrogenation/dehydrogenation

is associated with a large heat of reaction, to use these

materials in real situations, the big challenge will be to

improve heat transfer. The engineering side of the solution

of this problem is evident, but we think that material

development should also play a role. We hope that in the

future heat transfer will be considered as a key parameter

for the scientist developing new materials.

We firmly believe that more fundamental understanding

of the effect of nanocrystallinity, catalyst addition and

chemical modification is needed. In particular, novel

schemes such as nanoconfinement and HDDR process

should be investigated further.

As presently reviewed, the thermodynamic properties of

the Mg–H system can be destabilised by alloying Mg with

other metals, however, at the expense of the storage

capacity. The mechanical modifications of Mg/MgH2 (with

or without additives) showed impressive kinetic improve-

ments and almost no thermodynamic changes.

The destabilisation of the Mg–H thermodynamics has

been proven experimentally by nanoconfinement although

to a limited extent. Small MgH2 nanoconfined particles

show an important decrease in the reaction enthalpy

(-DHf = 63.8 kJ/mol for 3 nm particles) [25], but this is

counteracted by a shift in the change of entropy. Therefore,

these thermodynamic changes correspond to a limited

decrease in the equilibrium temperature at 1 bar by 11 �C,

as compared to bulk MgH2.

The theoretical investigations suggest that a significant

decrease in the energy of desorption might occur for ultra-

small cluster \10 Mg atoms. However, the synthesis and

stabilisation against coalescence of such small Mg clusters

remains a real experimental challenge.

Most of the reviewed approaches have a significant positive

impact on the improvement of the hydrogen absorption/des-

orption kinetics. However, if there is a general agreement that

these strategies are effective, an wide variation in experi-

mental isothermal kinetic data was recently shown by a round

robin test realised on the same ball-milled MgH2 material

[111]. This points out a need for a collective effort to under-

stand the effect of different experimental parameters (driving

force, additives, etc) on the interpretation of the recorded data.

All efforts to downscale the Mg/MgH2 particle/crystallite

size to the nanometre range are extremely positive in

improving the kinetics of the reaction with hydrogen.

However, the main experimental issue is to preserve the

initial nanostructure during extensive cycling at high tem-

perature. The use of nanoconfinement may help to prevent

the sintering or recrystallisation of grains during cycling.

The use of additives is undoubtedly a big improvement

of the reaction kinetics. Despite an important scientific

effort using extended experimental facilities, a clear

description of the mechanism of the catalytic activities is

still missing for each of the additives used. Even whether

the effect is properly catalytic or not is not established for

all additives. Some additives are known to decompose,

reduce or form more complex compounds with Mg upon

cycling and are therefore not true catalysts. An under-

standing of the mechanisms by which additives effectively

change the kinetics of the Mg–H reaction may help guide

the development of even more effective additives.

The present special issue contains two other closely related

papers which could be of interest for the readers entitled ‘‘Mg-

based Compounds for Hydrogen and Energy Storage’’ [112]

and ‘‘Integrated with FC H storage systems utilising magne-

sium hydride: experimental Studies and modelling’’ [113].
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